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Detivering & Sustainable Fulure

Electronic Mail and 1.8, Mail

October 7, 2020 ?3% &C&Wﬁ@

Ms. Deborah Aja oel 36 ng
Western District Supervisor SOLID WASTE SECTION
Solid Waste Section Field Operations Branch ASHEVILLE REGIONAL OFFICE
Asheville Regional Office

2090 US 70 Highway

Swannanoa, NC 28778-8211

Re:  American Zinc Products, LLC (“AZP™)
Mooreshoro facility, Rutherford County, North Carolina

Dear Ms. Aja:

In the course of conducting an internal environmental audit last week with respect to the
industrial byproduct gypsum at AZP’s Mooresboro, North Carolina facility, we
discovered that shipments of gypsum were inadvertently sent to Waste Connections, in
Polkton, North Carolina on September 21 and 22 prior to our receipt of TCLP test results
for those loads. The analysis of this gypsum initially indicated that it exceeded TCLP
testing for cadmium, with a result of 1.1 mg/l. The TCLP threshold for cadmium is 1.0
mg/l. Repeat testing on the same sample confirmed this result on October 5, 2020.

AZP’s Mooresboro facility produces special high-grade zince for use in the galvanizing
industry. The facility produces gypsum through lime precipitation during the treatment
of raffinate bleed solution to control pH and sulfate levels and remove trace metals during
the hydro-metallurgical production of zinc metal. As you may know, AZP only recently
resumed operations of this facility after facility-wide technology upgrades and process
modifications. With minimal history for the gypsum produced at the re-engineered
facility, AZP developed and maintains a protocol for testing and appropriate management
of this gypsum byproduct that includes TCLP testing prior to any beneficial reuse or
disposal.

During this calendar year and until September 20™ all of the gypsum byproduct has
tested well below TCLP limits for non-hazardous waste disposal. The result from a
composite sample collected on September 20" of material produced from September 17
through September 20" was believed to be an anomaly since the TCLP results for
cadmium were twice any of the previous results since February 2020. Thus, we
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requested the laboratory perform a confirmatory analysis of the same September 20™
sample aliquot, Notwithstanding the sampling protocol, the materials from which the
sample was collected was mistakenly loaded and shipped prior to receiving analytical
results, and is the only occurrence of which we are aware where disposal has occurred
deviating from our internal protocol.

The impacted landfill has been notified by telephone and this is confirmation of our call
to your office on behalf of AZP. A table containing information on shipments of the
material made to the landfill on September 21% and 22™ is attached.

We are fully committed to compliance with all applicable laws and diligently correcting
any non-compliance issues. We will cooperate fully with the Department in any
investigation of this matter and seck your assistance in determining any additional steps
that need to be taken. We request that the Department consider this letter a voluntary
disclosure pursuant to North Carolina General Statutes Annotated § 8-58.61. 1 look
forward to working with you to ensure our full compliance with the applicable
regulations.

If you have any questions, please contact me at 724-773-2223,

Sincerely,

Timothy R. Basilone
TRB/
Ce:  Jason Watkin, NCDEQ, by electronic mail only

Enclosures - Table of shipments and lab results
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Shipments Made September 21 and 22, 2020 to Waste Connections Landfill

| - Bill of Net
Date Shipped Customer Destination Lading # Weight
TONS

92112020 Waste Connections Polkton, NC 41761 2873
9/21/2020 Waste Connections Polkton, NC 41762 2314
812112020 Waste Connections Polkton NC 41763 24.89
9/21/2020 Waste Connections Polkton,NC 41764 2561
92112020 Waste Connections Polkton,NC 41765 24.07
8/21/2020 Waste Connections Potkton,NC 41766 236
9/21/2020 Waste Connections Potkton, NC 41767 21.62
8/21/2020 Waste Connections Polkton,NC 41768 23.48
9/21/2020 Waste Connections Polkton, NG 41769 2242
82112020 Waste Connections Polkton NC 41770 23.87
92142020 Waste Connections Polkton, NC 41771 2.0
9/21/2020 Waste Connections Polkton,NC 41772 21.41
9/24/2020 Waste Connections Polkton,NC 41773 25.87
/2112020 Waste Connections Polkton, NC 41774 22.46
91212020 Waste Connections Polkton,NC 41775 23.24
9/21/2020 Waste Connections Polkton NC 41776 25.99
92212020 Waste Connections Polkton NC 41777 22.25
9/22/2020 Wasta Connections Polkion,NC 41778 22.67
912212020 Waste Connections Polkion,NC 41779 2249
/2212020 Waste Connections Palkton,NC 41780 22.49
912212020 Waste Connections Polkton,NC 41781 21.89
972212020 Waste Connactions Polkton,NC 41782 24.45
92212020 Waste Connections Polkton NC 41783 20.74
92212020 Waste Conneclions Polkton,NC 41784 22.33
BI22/2020 Waste Connections Palkton,NC 41785 23.34
9i2212020 Waste Connections Polkton, NC 41786 21.19
9f2212020 Waste Connectlions Folkion NC 41787 23.99
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&% eurofins

Environment Testing
America

ANALYTICAL REPORT

Eurofins TestAmerica, Pittsburgh
301 Alpha Drive

RIDC Park

Pittsburgh, PA 156238

Tel: (412)963-7058

Laboratory Job 1D 180-111246-1
Client Project/Site: Mooresboro, NC TCLP Weekly

For:

American Zinc Recycling Corp.
484 Hicks Grove Rd.

Mooresboro, North Carolina 28114

Attn: Charlie Howell

Vo AR

ars (Eﬁ%j’“j’“““‘“

Authorized for release by:
9/28/2020 12:09:14 PM

Debra Bowen, Project Manager |
(412)963-2445
Debra.Bowen@Eurofinset.com

This report has been slecironically signed and aulhorized by the signatory. Electronic signature is
intendad to be the legatly binding equivalent of a traditionally handwritton signabure,

Results refate only to the dems tested and the sample(s) as received by the laboratory.

A Lab 1D 0200416
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Client: American Zine Recycling Corp. L.aboratary Job D 180-111246-1
Project/Site: Mooresbore, NG TCLP Weekly
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Case Narrative
Client: American Zinc Recycling Corp. Job 1D: 180-111246-1
Project/Site: Mooresboro, NC TCLP Weekly

Job 1D: 180-111246-1
Laboratory: Eurofins TestAmerica, Pittsburgh

Narrative

Job Narrative
180-111246-1

Recaipt
The sample was recelved on 8/22/2020 8:02 AM; the sample ammived in good condition. The temperature of the cocler at receipt was 26.5°

C.

Recelpt Exceptlons

The Chain-of-Custody (COC) was incomplete as received as no sample time was listed, A time of 0000 was used.

Metals
No analytical or quality issues were noted, other than those described in the Definitions/Glossary page.

General Chemistry
No analytical or quality issues were noted, other than those described in the Definitions/Glossary page.

Eurofins TestAmerica, Pilisburgh
Page 3 of 17 Q2812020
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Definitions/Glossary

Client: American Zinc Recycling Corp.

Project/Site: Mooresboro, NC TCLP Weekly

Job 1D 180-1112486-1

Qualifiers

Metals

an?iﬂer Gualifier Description

B Compaund was found in the blank and sample.

J Resull is less than the RL but greater than or equal to the MDL and the concentration is an approximate value.
Glossary

3

ol
CFL
CFU
CMF
BER
B Fac
B
DL, RA,RE, IN
DLG
EDL
LOD
LOG
MCL
MDA
MDC
BADL
ML
MPN
MaL
NG
ND
NEG
POS
POL
PRES
Qe
RER
RL
RPD
TEF
TEQ
TNTC

These commonly used abbreviations may or may not be present in this report.

Listed under the “D" column to designate that the result is repon‘éd'b'n a dry wsight basis
Percent Recovery

Contalns Fres Liquid

Colony Forming Unit

Contains No Frae Liguid

Duplicate Error Ratio {(normalized absolute difference)
Dilution Factor

Dstection Limit {Dal/DOE)

Indicates a Difution, Re-analysis, Re-gxtraction, or additional Initial metals/anion analysis of the sample
Decision Level Concentration (Radicchemistry}

Estimated Detection Limit (Dioxin}

Limit of Detection (Dol/DOE)

Limit of Quantitation (Dol¥DOE)

EPA recommended “Maximum Contaminant Level”
Minimum Detectable Activity (Radiochemisiry)

Minimum Detectable Concentration (Radiochemistry}
Method Detection Limit

Minimum Lavel {Dioxin}

Most Probable Number

Method Quantitation Limit

Mot Caleuiated

Not Detected at the reporting limit {or MBL or EDL If shown)
Megative / Absent

Positiva { Present

Practical Guantitation Limit

Prasumptive

Quatity Controb

Relative Error Ratio (Radiochemistry}

Reporting Limit or Requested Limit (Radiochemistry)
Relative Percent Difference, a measure of the relative difference between twa points
Toxicity Equivalent Factor (Dioxin)

Toxicity Equivalent Quotient {Dioxdn)

Foo Numerous To Count

Eurofing TestAmerica, Pittsburgh

Page 4 of 17
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Accreditation/Certification Summary
Client: American Zinc Recycling Corp. Job 1D 180-111246-1
Project/Site: Mooresboro, NC TCLP Weekly

Laboratory: Eurofins TestAmerica, Pittsburgh
Lhntess otherwise noted, all analytes for this laboratory ware covered under each acoreditation/certification helow.

Authority Program identification Number  Expiration Date
North Carolina (WW/SW) State 434 01-01-21

The following analytes are included in this report, but the laboratory is not certified by the goveming authority. This list may include analytes for which
the agency does not offer certification.

Analysis. Method Prep Method Matrix Analyte
2540G Solid Percent Moisture
2540G Sofid Parcent Solids
Eurofins TestAmerica, Pittsburgh
Page & of 17 928/2020
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Sample Summary

Client: American Zine Recycling Corp, Job 1D 180-111246-1
Project/Site: Mooresboro, NC TCLP Weekly

Labk Sample 1D ‘ inantSample D Matrix Collected Receivec‘i‘w AssetiD
180-111246-1 SH7-R0 GYPEUM T " Solid OBIF0F0 00:00 09722120 0802

Eurofing TestAmerica, Pittsburgh

Page 6 of 17 9282020
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Method Summary

Client: American Zinc Recycling Corp. Job 1D: 180-111246-1
Project/Site: Mooresboro, NC TCLP Weekly

Method Mathod Descriptian Protocol Laboratory
EPAG010D Metals {ICP) SWa4d6 TALFIT
EPAT470A Mercury (CVAA} SwWa4e TAL PIT
EPA 74718 Mercury (CVAK) {Wa4e TALPIT
25400 SM 2540G SM22 TAL PIT
J010A Preparation, Total Metals SWa46 TAL PIT
30508 Praparation, Melals Swa4e TAL BT
74704 Preparation, Mercusy SWa46 TAL PIT
74718 Preparation, Mercury . SWE46 TAL PIT
EPA 1311 TCLP Extraction SwWB46 TAL PIT

Protocol References:
Sh22 = Standard Metheds For The Examination OF Water And Wastewater, 22nd Edition
BW846 = "Test Methods For Evaluating Solid Waste, Physical/Chemical Methods®, Third Edition, November 1986 And Its Updates.

Laboratory References:
TAL PIT = Eurofins TestAmerica, Piltsburgh, 301 Alpha Drive, RIDC Park, Pittsburgh, PA 15238, TEL (412)863-7058

Eurofins TestAmerica, Pittsburgh

Page 7 of 17 9{28/2020
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L.ab Chronicle

Client: American Zing Recycling Corp. Job 1D 180-111246-1
Project/Site; Mooresboro, NC TGOLP Weekly
Client Sample ID: 9/17-9/20 GYPSUM 7 Lab Sample ID: 180-111246-1

Date Collected: 09/20/20 00:00 Matrix: Solid
Date Recelved: 09/22/20 08:02

Batch Batch Dit Initial Final Batch Prepared
Prep Type Type Method Run Factor  Amount Amount  Number or Analyzed Analyst Lab
TCLP Leach EPA 1311 ' 10007 g 2000 mb. 330820 09/23/2012:00 OGRN TAL PIT
TCLP Prep 30104 5 ml 50 il IINTT 024201554 TIO TAL PIT
TCLP Analysis EPABOI0D 1 A31295  OY25/20 1047 RJG TALPIT
tnstrurnent 1D ©
TCLP Leach EFA 1311 100.07 g 000 ml. 330920 0W23/20 1300 GRN TAL PIT
TCLP Prep T470A 50 mil A0 ml. 331148 0@24/20 1329 RJR TAL PIT
TCLR Analysls EPA T4T0A 1 331341 09/25/20 13:50 RIR TAL PIT
Instrument 10: HGY
Total{NA Analysis 2540G 1 330850 0922120 18:56 ELS TALPIT
Instrument 10 NOEQUIP
Client Sample 1D: 9/17-9/20 GYPSUM Lab Sample ID: 180-111246-1
Date Collected: 09/20/20 00:00 Matrix: Solid
Date Received: 09/22/20 08:02 - - ‘ Percent Solids: 66.7
Batch Bateh Dl Initiat Final Batch Preparedd
Frep Type Type Method Run Factor  Amount Amount  Mumber  or Analyzed Analyst Lab
TotalNA Frap - 3060B k 140 g 100ml 331160 09/24/20 14:27 TID TAL PIT
. Total/NA Analysis EPAGOI0D 1 3312088 0QRBR00%:12 RJIG TAL PIT
: bstrument (D G
| Total/NA Prep 74718 0.87g 100 mb 331149 092420 13:21 RJIR TAL PET
Total/NA Analysis EPA 74718 1 331337 09/25/20 1442 KEM TAL PIT
Instrument 10: HGZ

Laboratory References:
TAL PIT = Eurofins TestAmerica, Pittsburgh, 301 Alpha Drive, RIDC Park, Piltsburgh, PA 15238, TEL (412)263-7058

Analyst Referances:
Lab: TAL PIT
Batch Type: Leach
GRN = Gavin Nicholls
Batch Type: Prep
RJR = Ron Rosenbaum
TJO = Tyler Qliver
Batch Type: Analysis
ELS = Edwin Shireman
KEM = Kimbetly Mahoney
RJG = Rob Good
RJR = Ron Rosenbaum

Eurofing TestAmerica, Pittsburgh

Page 8 of 17 D/28/2020
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Client Sample Results

Client; American Zinc Recycling Corp.
Project/Site: Mooresboro, NC TCLP Waekly

Client Sample 1D: 9/17-8/20 GYPSUM

Date Collected: 09/20/20 0000
Date Received: 09/22/20 08:02

Job 1D: 180-111246-1

Lab Sample ID: 180-111246-1
Matrix: Solid

Method: EPA 60100 - Metals (ICP) - TCLP

Analyte Result Qualifier RL MDL Unit D Prepared Analyzed Dil Fac
Stiver 0.e21 0.50 0.0085 mgiL T 0%i24/20 15:54 09/25/20 10:47 1
Arsenic N 0.50 0.041 mgiL 0B/24f20 15:54  Q9125/20 10:47 1
Barium 0.099 J 2.0 0.026 mgl DOF24/20 15:54  09/25/20 10:47 1
Cadmium 1.4 0.50 0.0028 mgit. 00f24/20 15:54  OB/Z5/20 10:47 1
Chromium 0.011 & 0.50 00078 mgh. 00/24/20 16:54  Q9/25/20 10:47 1
Lead 0.036 J 0.50 0,029 mgll 09724120 15:54  09/25/20 10:47 i
Selenium o] 0.50 0.036 mg/l. 09/24720 15:54 09/25/20 10:47 1
Zing 6.6 0.20 0.060 mg/. 00/24/20 15:54  09/25/20 1047 i
Method: EPA 7470A - Mercury (CVAA} - TCLP
Analyte Result Qualifier RL MDL Unit D Prepared Analyzed Dil Fac
Mercury 5.00017 JB 0.00020 000013 mg/L T 0824/20 13:29  09/25/20 13:50 1
General Chemistry
Analyte Rasult Qualifier RL MDL Unit 0 Preparad Anatyzed DH Fac
Pt 453 S e G e .
Parcent Solids 66.7 0.1 0.1 % 00/22/20 18:58 1
Client Sample 1D: 917-9/20 GYPSUM Lab Sample 1D: 180-111246~1
Date Collected; 08/20/20 00:00 Matrix: Solid
Date Received: 09/22/2008:02 _Percent Solids: 66.7
Method: EPA 60100 ~ Metals (ICP)
Analyte Result Qualifier RL MDL Unit 8] Prepared Analyzed Dil Fac
Sitver 12 854 e moikg T n 0OR2aR0 4T odmspboeiz
Arsenic 0.53 J 1.1 0.42 mgiky s 09/24/20 1427 09/25/20 09:12 1
Barium 24 4 21 1.1 mgikg w 09/24/20 1427 0QI25/20 09:12 1
Cadmium 100 0.54 0,039 niglg & QD/24020 14:27 09125120 09:12 1
Chrombizn 2.9 0.54 0.4 mo/Ky & OB24/20 14:27 09/25/20 09112 1
Lead 220 14 0.55 mglky e DYI24420 14:27 0925120 09:12 i
Selenium 3.0 14 0.55 myiKg i Q9I24/20 14:27  09/25/2009:12 1
Zing 260 241 1.7 mglKg W 09/24/20 14:27  09/25/2008:12 i
Method: EPA 74718 - Mercury {CVAA)
Analyte Result Qualifier RL MDL Unit v} Prapared Anafyred Dil Fac
Mercury ND 0.044 0.028 mg/Kg o 0D/24/20 13:31 09/25/20 14:42 1
Eurofins TestAmerica, Pittsburgh
Page 9 of 17 9f28/2020

ED_006538_00000210-00012




Action Limit Summary

Client: American Zinc Recycling Corp. Job iD: 1801112461

Project/Site: Mooresboro, NG TCLP Wesekly

Client Sample ID: 9/17-9/20 GYPSUM Lab Sample 1D: 180-111246-1

Action Limits

Resulta have been compared against the foflowing action or regulatory limits. Any results or detection Hmils which excead the limit are highlighted in bold.
Analyte Result Gualifier Unit Limidt RL Method Prep Type

| Silver 0.021 ¥ " gl 0.14 0.50 EPAG01OD TCLP

| Arsenic ND mgil. 5 0.50 EPAGD1OD TOLP

¢ Barium 0.098 J mgil 21 2.0 EPABDIOD TCLP
Cadmiam 1.4 mg/l .41 0.50 EPABOOD TCLP
Chromiurm 001 J ghl. 0.8 0.50 EPAGCIOD TOLR
Lead 0.036 J gl .76 0.50 EPAGCIOD TCLP
Selenium ND mgil. 5.7 0.50 ERABOIOD TCLP
Zinc 6.8 mgfl 4.3 0.20 EPAGOIOD TCLP
Mercury 0.00017 48 migfl. 0.025 0.00020 EPAT4T0A TCLP

Eurofing TestAmerica, Pittsburgh

Page 10 of 17 812812020
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Client: American Zinc Recycling Corp.

Project/Site: Mooresboro, NC TCLF Weekly

QC Sample Results

Job 1D: 180-111246-1

Method: EPA 6010D - Metals (ICP)

Page 11 of 17

Lab Sampile ID: MB 180-331160/1-A Client Sample 1D: Method Blank
Matrix: Solid Prep Type: Total/NA
Analysis Batch: 331295 Prep Batch: 331160
MB MB
| Analyte Result Qualifier RL MDL Unit D Prepared Analyzed Dl Fac
 Silver N 0.50 011 mgikg 0952420 1427 0926120 0B:54 1
¢ Arsenic NE 1.0 0.39 mglkg 09/24/20 14:27 09/25/20 08:54 1
Barium NE 20 1.1 mgikg O0/24/20 14:27  09/25/20 08:54 1
Cadmium ND 0.50 0.036 mg/Kg 08/24/20 14:27  09/25/20 08:54 1
Chromium ND 0.50 0.14 mgfKg O9I24120 14:27  09/35/20 08:54 1
Leud ND 1.0 0.51 mgig 00/24/20 14:27  09125/20 08:54 1
Selenium ND 1.0 0.52 mgiKg 09/24/20 14:27  DOIZ5/20 08:54 1
Zino ND 2.0 1.6 mgliKg 09/24/20 14:27  09/25/20 08:54 1
Lab Sample ID: LCS 180-331160/2-A Client Sample ID: Lab Control Sample
Matrix: Solid Prep Type: Total/iNA
Analysis Batch: 331295 Prep Batch: 331160
Spike LCS LES %Rec,
Analyte Addad Result Qualifier Unit O %Rec  Limits
Siiver 26.0 243 mo/kg g7  80.120
Arsenic 100 972 mgfKg 97 80120
Barium 100 971 migfKy 97 80.120
Cadmium 50.0 48,3 g g7 80.120
Chromium 50.0 48.9 ragitg 98  80.120
. Lead 50.0 47.5 mglig 95  BO.120
Selenium 100 95.8 mglKy 96 80.120
Zing 25.0 242 Moy 97 B0.7120
Lab Sample i3 MB 180-331177M1-A Client Sample 1D: Method Blank
Matrix: Solid Prep Type: Total/NA
Analysis Batch: 331205 Prep Batch: 331177
ME MB
Analyte Result Qualifier RL MOL  Unit %] Prepared Analyzed Dl Fae
Silver ND 0.060 000085 mgh. T 00/24/20 1554 09725120 10:25 1
Arsenic NO 0.050 0.0041 mgiL 092420 15:54  0W/25/20 10:25 1
Barium ND 0.20 0.0026 mg/L 09/24/20 15:54 09/25/20 10:25 1
Cadmium ND 0050  0.00028 mygil 09/24/20 15:54 0O/25/20 10:25 1
Chromium ML 0.050 0.00078 mgil 0924/20 15:54 0925/2010:25 1
Lead ND 0,050 0.0029 moll 08/24£20 16:54  09/25/20 10:36 1
Selanium N 0.050 0.0036 mg/l 00724120 15:54  (9/25/20 10225 1
Zing ND 0.020 0.0050 mgiL 0924120 15:54  08/R25/20 10:25 1
Lab Sample 1D: LCS 180-33177/2-4 Client Sample ID: Lab Control Sample
Matrix: Solid Prep Type: Total/NA
Analysis Batch: 331285 Prep Batch: 331177
Splke LCS LCS %Rec.
. Analyte Adhded Result Qualifier Unit D %Rec  Limits
Silver 0.250 0.254 migrL. 702 80.120
Arsenic 1.00 1.02 mgfl. 102 BO.120
Barium 1.00 0.866 myit. 97 BO. 120
Cadmium 0.500 {.509 mgfl. 102 80.120
Chromiurm 0.500 0.4 mgik 98 80.120
Lead 0.500 0.480 mgft. 98  80.120
Setenium 1.00 1.04 mgft. 104 80.120

Eurofins TestAmerica, Pittsburgh
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QC Sample Results

Client: American Zinc Recycling Corp.
Project/Site: Mooraesboro, NG TCLP Weekly

Job 1D: 180-111246-1

Method: EPA 6010D - Metals (ICP) (Continued)

! Lab Sample ID: LCS 180-331177/2-A

Glient Sample ID: Lab Control Sample

Page 12 of 17

Matrbe Solid Prep Type: Total/NA
Analysis Batch: 331295 Prep Bateh: 3341177
Spike LCS LOCS %Res.
Analyte Added Result Qualifier Unit D %Rec  Limits
Sing T e 0250 T 0247 mgll “ee Teo.1peT T T
Lab Sample ID: LB 180-330920/1-F Client Sample ID: Method Blank
Matrix: Solid Prep Type: TCLP
Analysis Batclh: 331295 Prep Batch: 331177
LB LB
Analyte Result Quallfier RL MDL Unit D Prepared Analyzed Dif Fac
Siver T ND 0.50 oo088 mgh. 00/24/20 1554 00/25/20 10:43 1
Arsenic ND 0.50 0.041 mgil 09/24/20 15:54  00F25/20 10:43 1
Barium ND 2.0 0.026 mgil. 00124120 15:54  0H/25/20 10:43 1
Cadmium ND 0.50 0.0088 mgh. 09/24/20 15:54 08125120 1043 1
Chromium RO 0.50 0.0078 mgil. 09/24120 16:54 08/25/20 10:43 1
Lead ND 0.50 0.028 myil. DUF24{20 15:54  0B/25/20 10:43 1
Selenium N 0.50 0.036 mgi 00124120 15:54  0925/20 10:43 1
Zing ND 0.20 0,080 mgll [9/24/20 15:54 025120 10:43 1
Method: EPA 7470A - Mercury (CVAA)
Lab Sample 1D: MB 180-331148/1-A Client Sample 1D: Method Blank
Matrix: Solid Prep Type: Tofal/NA
Analysis Batch: 331341 Prep Batch: 331148
ME MB
Analyte Resuit Qualifier RL MDL Unit 0 Prepared Analyzed D# Fae
Mercury o000i8z 4 G006s0 600013 meil 7 09/24/30 9329 09725120 1847
Lab Sample ID: LCS 180-331148/2-A Client Sample ID: Lab Control Sample
Matrix: Solid Prep Type: Total/NA
Analysis Batch: 331341 Prep Batch: 331148
Splke LCS LCS %Ree,
Analyte Actrded Rosult CGualifier Unit D %Rec  Limits
Marcury g.00250 (.00208 mg!L ’HQ 7 30~120
Lab Sample iD: LB 180-330920/1-D Client Sample ID: Method Blank
Matrix: Solid Prep Type: TCLP
Analysis Batch: 331341 Prep Batch: 331148
LB LB
Analyte Result Quatlifier Rl MDL - Unit B Prepared Analyzed Di Fax
Mercury NE T a00020 T0.00013 mail T B624120 13:28  09/25/20 13:48 1
Method: EPA 74718 - Mercury (CVAA)
Lab Sample [D: MB 180-331149/1-A Client Sample 1D: Method Blank
Matrix: Solid Prep Type: TotaliNA
Analysis Batch: 331337 Prep Bateh: 331149
MEB MB
Analyte Result Quatifier R MOL Unit Iy Prepared Analyzed D#t Fae
Mercury ND 0.033 Goat mgikg T 00I24120 13:31 09/25/20 1437 1

Eurofins TestAmerica, Pittsburgh

9/28/2020
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QC Sample Results
Client: American Zinc Recycling Corp. Job IR 180-111246-1
Project/Site: Mooresboro, NC TCLP Weekly

Method: EPA 74718 - Mercury (CVAA) (Continued)

| Lab Sample ID: LCS 180-331149/2-A Client Sample [D: Lab Control Sample
| Matrix: Sofid Prep Type: Total/NA
. Analysis Batch: 331337 Prep Batch: 331149
Spike LES LCS %Rec,

Analyte Aatiled Result Qualifier Unit D %Rec Limits

CMercury ’ p4tg 0.382 mafkg 93 80.120

Eurofing TestAmerica, Pittsburgh
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Client: American Zinc Recydling Corp.

Project/Site: Moorasboro, NC TCLP Weekly

QC Association Summary

Job i: 180-111246-1

Page 14 of 17

Metals

Leach Batch: 330820
Lab Sample 1D Clisnt Sample [0 Prap Type Matrix Method Prep Batch
180~111246-1 §/17-9120 GYPSUM TCLP Solid EPA 131
LB 180-330920/1-0 Mathod Blank TCLP Sofid EPA1IT

s 180-330920/1-F Methad Blank TOLR Suoied EPA 1311

Prep Batch: 331148
Lab Sample 1D Client Sample D Prap Type Matrix Method Prep Batch
180-111246-1 8/17-8/20 GYPSUM TCLP Solid 7470A 330820
LB 180-330920/1-0 Mathod Blank TCoLP Sofid T470A 330020
MB 180-33114B/1-A Method Blank TotaliNA Solid T4T0A
LGS 180-331148/2-A Lab Control Sample TotalMA Solid 7470A

Prep Batch: 331149
L.ab Sample (D _ Client Sample 1D Prep Type Matrix Method Prep Batch
180-111246-1 947-9/20 GYPSUM Total/NA Solid 74718
MB 180-331149/1-A Method Blank TotalNA Solid 74718
LGS 180-3311489/2-A Lab Conftrol Sample Total/NA Solid 74718

Prep Batch: 331160
Lab Sample 1D . Client Sample 1D . Prep Type Matrix Method _Prep Batch
180-111248-1 9/17-9/20 GYPSUM Total/lNA Solid 30508
MB 180-331160/1-A Method Blank Total/NA Solid 30508

LGS 180-331160/2-A Laby Control Sample Total/NA Sofid 30508

Prep Batch: 331177

Lab Sample ID Client Sample I Prop Type - Matrix Method Prep Batch

L 180-111248-1 QT-920 GYPSUM TCLR Solid 3010A 230920
LB 180-330920/1-F Mathod Blank TCLR Sofid 30104 330920
MB 130-3311771-A Methad Blank Total/NA Solid 3010A
_LCS 180-33117 7 2-A Lab Control Sample Total/NA Solid 3010A

Analysis Bateh: 331295
Lab Sample D Client Sample 1D Prep Type Matrix Mothod Prep Batch
180-111246-1 BN T-920 GYRPSUM TCLRP Sotid EPA 010D 3377
180~111246-1 G720 GYPSUM Total/NA Sofig EPAGO10D 331160
LB 180-330920/1-F Method Blank TCLR Solid EPA 80100 33177
MEB 180-331160/1-A Method Blank TotaliNA Solid EPA 60100 331160
MB 180-3311771-A Method Blank TotaliNA Solid EPA 80100 334477
LCS 180-331160/2-A Lab Control Sample TotaliNA Solid EPA BO100D 331160
LGS 180-33HTH2-A Lab Control Sample TotaliNA Solid EFA 010D Ianee

Analysis Batch: 331337
Lal Sample 1D _ ClientSampleto Prep Type Matrix Mathod Prep Batch
180-111246-1 GM7-9/20 GYPSUM Total/NA Solid EFA 74718 331149
MB 180-331148{1-A Method Blank Total/NA Solid EPATATIH 331149
LOCS 180-331149/2-A Lab Control Sample Total/NA Sofid EPA 74718 331149

Analysis Batch: 331341
Lab Sampleity Client Sample ID Prap Type Matrix Method Prap Bateh
180-111246-1 GH7-H20 GYPSUM TCLP Solid EPATATOA 331148
LB 180-330820/1-D Method Blank TCLP Solid EPA 74T0A 331148
MB 180-331148/1-A Method Blank, TotalfNA Solid EPA 74T0A 331148

Eurofing TestAmerica, Pittsburgh

ED_006538_00000210-00017
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QC Association Summary

Client: American Zinc Recycling Corp.
Froject/Site; Mooresboro, NC TCLP Weekly

Metals (Continued)

Job ID; 180-111246-1

Analysis Batch: 331341 (Continued)
Lat Sample ID Client Sample Prop Type - Matrix

Method Prep Balch

| LCS 180-33114B/2-A Lab Control Sample Total/NA Solid

ERA 7470A 331148

General Chemistry
Analysis Batch: 330850

© Lab Sample ID Ciient Sample D PrepType  Matrix

Method Prep Batch

| 180-111246-1 TR0 GYPSUM ' Total/NA Solid

Page 15 of 17
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Login Sample Receipt Checklist

Client: American Zinc Recycling Corp.

Login Number: 111246
List Number: 1
Creator: Say, Thomas C

Job Mumber: 180-111248-1

List Source: Eurofing TestAmerica, Pittsburgh

Question Answer Comment
Radioactivity wasn't checked or is </= background as measured by a suvey  True
meter,
The codler's custody seal, if present, is intact, True
Sample custody seals, if present, are intact. True
The cooler or samples do not appear to have been compromised or True
tampered with.
Samples wers received on ice. False Thermal preservation not required.
Cooler Temperature is acceptable, True
Cooler Temperaturs s recorded, True .
COC is present. True
COC is filled out in ink and legible. True
COC is filled out with all pertinent information. False
Is the Field Sampler's name present on COC? True
There are no discrepancies between the containers received and the COC.  True
ﬁgrw;plas are received within Holding Time {excluding tests with immediate  True
&
Sample containers have legible labels. True
Containers are not broken or leaking. True
Sample collection dateftimes are provided. True
Appropriate sample contalners are used, True
Sample bottles are completely filled. True
Sample Preservation Verified. True
Thera is sufficient vol. for all requested analyses, indl. any requested True
MS/MSDs
Containers requiring zera headspace have no headspace or bubble is True
<@mim {1/4"},
Muttiphasic samples are not pregent, True
Samples do not require splitting or compositing. True
Rasidual Chioring Checked. N/A

Eurcfins TestAmerica, Pittsburgh
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<% eurofins

Environment Test
America

ANALYTICAL REPORT

Eurofins TestAmerica, Pittsburgh
301 Alpha Drive

RIDC Park

Pittsburgh, PA 15238

Tel: (412)963-7058

Laboratory Job 1D 180-111246-2
Client Project/Site: Mooresboro, NC TCLP Weekly

Far:

American Zinc Recycling Corp.
484 Hicks Grove Rd.

Mooresboro, North Carcling 28114

Alin: Charlie Howell

ST

Authorized for release by:
10/5/2020 9:26:19 AM

Debra Bowen, Project Manager |
(412)963-2445
Debra Bowen@Eurofinset.com

This report has heen electranically signed and authorized by the signatory. Electronic signature Is
itended to he the legally binding squivalent of & lraditionally handwatten signature,

Resuits refate only to the iterms tested and the sample(s} as recelved by the leboratary.

PA Lab ity 02-00418

ED_006538_00000210-00021




Client: American Zing Recycling Corp. Laboratory Job 1D: 180-111248-2

Project/Site: Mooresboro, NC TCLP Weekly
Table of Contents

COVEr PagE . .ot e 1
Table of Contents . ... .. e 2
Case Narmative . .. .. . i e e 3
Definitions/GlosSSary . . .. i e e 4
Certification SUMMANY . . ... oo i i e S
Sample SUMIMAY . .. .. i e e 6
Method SUMMAIY . . .ot e 7
Lab Chronicle . ... o e e 8
ClientSample Results . . ... ... . i 9
Action LImit SUMMAry . ... ... 10
QCSample Results . . .. .. i e 11
QC AsSOCIatioN SUMMAINY . ..o vttt et a e an s 13
Chainof Custody . ... .o i e 14
Receipt Checklists . ... ... .. i e 15
Eurofins TestAmerica, Pittsburgh
Page 2 of 15 10/5/2020

ED_006538_00000210-00022




Case Narrative
Client: American Zinc Recycling Corp. Job 1D 180-111248-2
Project/Site: Mooresboro, NC TCLP Weekly

Job I); 180-111246-2
Laboratory: Eurofins TestAmerica, Pittsburgh

Marrative

Job Narrative

180-111246-2
Revision 1

As per client request, the sample was re-analyzed for TCLP metals, Znn is not included in this report due to fab contamination. The fab will
provide Zn if required in ancther revised report.

Receipt
The sample was recelved on 92212020 8:02 AM; the sample arrived in goad condition, and where required, properly preserved and on ice.
The temperature of the cooler at receipt was 26.5° C.

Receipt Exceptions

The Chain-of-Custody (COC) was incomplete as received as no sample time was listed. A time of 0000 was used.
<EXPLANATION_REQUIRED>

Metals
No analytical or quality issuss were noted, other than those described in the Drefinitions/Glossary page.

Geotechnical
No analytical or quality issues were noted, other than those described in the Definitions/Glossary page.

Eurofins TestAmerica, Pittsburgh
Page 3 of 15 101572020

ED_006538_00000210-00023




Definitions/Glossary

Client: American Zinc Recycling Corp. Job 1D 180-111248-2
Project/Site; Mooresboro, NC TCLP Weakly

Qualifiers

Metals

Qualifier Cusalifier Description

B ' Compound was found in the blank and sample.

4 Result is less than the RL nd greater than or equat to the MDL and the concentration is an approximate value.
Glossary

Abbraviation These commonty used abbreviations may or may not be present in this report
u Listed tnder the "D" column to designate that the result is reported on & dry weight basis
%R Percent Recovery

CFL Contains Frae Liguid

CFU Colony Forming Unit

CNF Contains No Free Liguid

DER Duplicate Error Ratio (normalized absolute difference)

0il Fac Dilution Factor

DL Detection Lirit {Jol¥DOE)

DL, RA, RE, IN  Indicates a Dilution, Re-analysis, Re-extraction, or additional initisl metals/anion analysis of the sample
LG Dacision Level Concenlration (Radiochemistry)

EDL Estimated Datection Limit (Dioxin)

LOD Limit of Detection (DoD/DOE)

LOQ Limit of Quantitation (DoD/DOE)

MCL EPA recommended "Maximum Contaminant Level”

MDA Mirimur Detectable Activity (Radlochemistry}

MDO Minimum Detectable Concentration (Radiochemistry)

MDL Method Detection Limit

[N Minirmum Levet {Doxing

MPN Most Probatde Number

ML Method Quantitation Limit

NG Mot Calculated

ND Not Detected at the reporting fimit (or MDL or EDL If shown}

NEG Negative / Absent

POS Fositive / Present

PO Practical Quantitation Limit

PRES Presumptive

QC Cuality Controf

RER Relative Eror Ratio (Radiechemisiry)

RL Reporting Limit or Requested Limit (Radiochemistry}

RPD Relative Percent Difference, a measure of the relalive difference between two points
TEF Toxicity Equivalent Factor (Dioxin)

TEQ Toxicity Equivalent Quotient (Dioxin)

TNTC Too Numerous To Count

Eurofins TestAmerica, Pittsburgh
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Accreditation/Certification Summary
Client: American Zinc Recydling Corp. Job 1D 180-111246-2
Project/Site: Mooresboro, NG TCLP Weekly

Laboratory: Eurofins TestAmerica, Pittsburgh
The accreditationsfoertifications listed below ara applicable 1o this report,

Authority Program {dentification Number  Expiration Date
¢ North Caroling (WWISW) State 434 0101214

Eurofins TestAmerica, Pitlsburgh

Page 5 of 158 104512020
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Sample Summary
Client: American Zinc Recycling Corp. Job 1D 180-111246-2
Project/Site; Mooresboro, NC TCLP Weekly

L.ab Sample ID Client Sampie ID HMatrix Collected Recelved  AssetiDd

T8G9 %481 97178720 GYPSUM ' Solid GOEOPE BHBD  0vR220 08:08

Eurofins TestAmerica, Pittsburgh

Page 6 of 15 101512020
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Method Summary

Client: American Zinc Recyeling Corp. Job H): 180-111246-2
Project!Site: Mooresboro, NC TCLP Weekly

Method Method Description Protocol Laboratory
EFABOIOD  Metals {ICP) ' ' ' [WEAS TUTURALRYTT
EFPA 7470A Marcury (CVAA) J[W846 TAL T

IHOA Fraparation, Total Metals SWe46 TALPIT

T470A Preparation, Mercury Swe4s TAL PIT

EPA 1311 TOLP Extraction BWa4s TAL PIT

Protocol Refarances:
SW845 = "Test Methods For Evaluating Sofid Waste, Physical/Chemical Methods®, Third Edition, Novermber 1086 And lis Updates,

Laboratory References:
TAL PIT = Eurofins TestAmerica, Fitishurgh, 301 Alpha Drive, RIDC Park, Pittsburgh, PA 15238, TEL (412)9823-7058

Eurofing TestAmerica, Pittsburgh

Page 7 of 15 10/5/2020
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Lab Chronicle

Client; American Zinc Recycling Corp. Job 1D 180-111246-2
Project/Site: Mooresboro, NG TCLP Weekly
Client Sample 1D: 9/17-9/20 GYPSUM Lab Sample ID: 180-111246-1
Date Collected: 08/20/28 0000 Matrix: Solid
Date Received: 00122020 08102
‘ Baich Batch il Initial Final Bateh Prepared
Prop Typs Type Method Run Factor  Amount Amount  Number or Analyzed Analyst Lab
TCLp Leach  EPA{ZTT 100,22 g SO0 mE T 331809 0B/30/20 15:00 GRN TALPIT
TOLP Prap 30104 5mb somL 331966  10/01/20 11:35 KHM TAL PIT
TCLP Analysis  EPAG0O1OD 1 332129 10/02/20 10:08 RJG TAL PIT
Instrument i ©
TCLP Leach EPA 1311 100229 2000 ml. 331808 093020 500 GRN TAL PIT
TCLP Prep T4T0A 50 mb S0ml 331983 10/04/20 11:26 MM TAL PIT
TOLP Analysis  EPATATOA 1 332100 10/02/2008:11 RIR TAL PIT

instrument 1D: HGY

Lahoratory References:
TAL PIT = Eurafins TestAmerica, Pitsburgh, 301 Alpha Drive, RIDG Park, Pitisburgh, PA 15238, TEL (412)963-70588

Analyst References:
Lab: TALPIT
Batch Type: Leach
GRN = Gavin Nicholls
Batch Type: Prep
KHM = Kyle Mucroski
M1 = Mary Beth Miller
Batch Type: Analysis
RJG = Reb Good
RJR = Ron Rosenbaum

Eurofins TestAmerica, Pittsburgh

Page 8 of 15  10/512020
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Clisnt: American Zinc Recycling Corp.
Project/Site: Mooresboro, NC TCLP Weekly

Client Sample Results

Client Sample ID: 9/17-9/20 GYPSUM

Date Collected; 09/20/20 00:00
Date Recelved: 09/22/20 08:02

Job 10: 180-111246-2

‘Lab Sample 1D: 180-111246-1
Matrix: Solid

Method: EPA 6010D - Metals (ICP) - TCLP

ﬁgg?yte Resu_lt Qualifier RL MOL Unit 0 Prepared Analyzed it Fac

. Silver 0,018 J 0.60 (4.0085 mg/l 10001420 11235 10/02/20 10:08 i
Arsanic ND (.50 0.041 mgil 10001420 1135 10/02120 10:08 1
Barium 012 J8B 2.0 0.026 mgh. 10101420 11:35  {0/02/20 10:08 1
Cadmium 14 0.50 0.0028 mg/L 10/04/20 15:35  10/02/20 10:09 1
Chromium 0812 J 0.50 0.0078 mgll HHO$/20 11:35  10/02£20 10:00 1
Lead G066 JB .50 0.028 mgll 00120 11:35  10/02/20 10:09 1
Selenium NEX (.50 0.038 molt 10001720 1135 10/02/20 10:09 1

. Mathod: EPA 7470A - Mercury (CVAA) - TCLP

Analyte .. Result Qualifier RL  MDL Unit D Prepared  Analyzed  DilFac
Mercury ND .00020 0.00013 mgll 10/01/20 11:26  10/02/20 08:11 4
Furofins TestAmerica, Pittsburgh

Page 9 of 15 10/5/2020
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Action Limit Summary

Clisnt: American Zinc Recycling Corp. Job 1D: 180-111246-2

Project/Site: Mooresboro, NC TCLP Weekly

Client Sample ID: 9/17-9/20 GYPSUM Lab Sample ID: 1801112461

Action Limits

Rasults have been compared against the following action or regulatory limits. Any results or detection limils which exceed the limit are highlighted in bold.
Analyte Result Qualifier  Unit Limit RL Method Prep Type
Silver 0.016 J T gl 044 GEG EPABOIOD TCLP

. Arsenic ND - omglh 5 (.50 ERASGIOD TCLP

| Barium 12 48 mg/t. 21 2.0 EPASRIOD TCLP
Cadmium 1.1 mig/h G611 0.50 EPABDIOD TCOLP
Chromiurs 0012 J mgfl 0.8 0.50 EPABO10D TCLR
Lead 6088 48 migfl. 0.75 (.50 EPABOI0D TCLP
Selenium ND mgfl. 5.7 (.50 EPASCIOD TCOLP
Mescury ND gk 0.025 0.00020 ERATATOA TCOLP

Eurofins Testhmerica, Pittsburgh

Page 10 of 15 10/5/2020
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QC Sample Results

Client: American Zing Recycling Corp.
Project/Site: Mooresboro, NC TCLP Weekly

Job ID: 180-111246-2

Method: EPA 6010D - Metals (ICP)

Lab Sample ID; MB 180-331986/1-A
Matrix: Solid
Analysis Batch: 332129

Client Sample ID: Method Blank

Prep Type: Total/NA
Prep Batch: 331986

Page 11 of 15

MB MB
Analyte Result Qualifier RL MDL Unit 0 Prepared Analyzad Dil Fac
Silver ND 0050 000085 mgll 10/01720'11:35  10/02/20 09:03 R
Arsenic ND 0.050 0.0041 mg/t 10/01/20 11:35  10/02/20 09:03 1
Barium ND .20 0.0026 mygll 10/04/20 11:35  10/02/20 09:03 1
Cadmium ND 0.050 000028 mgll 10/01/20 1135 10/02/20 D03 1
Chromiur ND 0.080  0.00078 mgll 10/01/20 11:358  10/02/20 09:03 1
tLead 0.00477 J 0.050 0.0028 g/l 101/20 1135 10/02/20 09:03 1
Selenium ND 0.050 0.0038 mg/L. 10/01/20 11:35 10/02/20 09:03 1
Lab Sample ID; LCS 180-331986/2-A Client Sample 1D: Lab Control Sample
Matrix: Solid Prep Type: Total/NA
Analysis Batch: 332129 Prep Batch: 331986
Splke LCS LGS %Rec.
Analyte Added Result Qualifier Unit D %Rec  Limils
Siiver 0.250 0.269 /L. TRy TeoLqmsT T T
Arsenlc 1.00 1.08 mgil g 80.120
Bartium 1.00 1.08 g/l 105  B80-.120
Cadrrium 0.500 01.534 mg/t. 107 80.120
Chromium 0.500 0.515 mgfl. 103 80.120
Lead 0,500 0,532 mgiL 106 80.120
i Selenivm 1.00 113 mgll. 13 80.120
Lab Sample {D; LB 180-331808/1-C Client Sample ID: Method Blank
Matrix: Solid Prep Type: TCLP
Analysis Batch: 332129 Prep Batch: 331986
LB LB
Analyte Result Qualifier RL MDL Unit D Prepared Analyzed Dil Fag
Sitver ND 0.50 0.0085 mg/ll T i0l0w20 11055 10/02/20 0912 1
Arsenic ND 0.50 0.041 mgh. 10/01/20 1135 10402120 09:12 i
Barium 0.0270 J 2.0 0.026 mgi. F0/01120 11:35  10/12/20 0942 1
Cadmium ND 0:50 0.0028 mg/L 1000120 11:35 10102720 09:12 1
Chromium ND 0.50 0.0078 mglk 1001420 11:35 1070220 0912 1
Lead 0.0447 ¥ .50 0.029 mgh. 10/01/20 14:35  10/02/20 09:12 i
Selenium N 0.50 0.036 mgil 10/01/20 11:35  10/02/20 0912 1
Method: EPA 7470A - Mercury (CVAA)
Lab Sample ID: MB 180-331883/1-A Client Sample 1D: Method Blank
Matrix: Solid Prep Type: Total/NA
Analysis Batch: 332100 Prep Batch: 331983
ME MB
Analyte Result Qualifier ]L MOL Unit D Prepared Anatyzed Dit Fas
Mercury ND 6.00020  0.00013 mg/L o Ygiazo 1198 {0020 08:00 1
Lab Sample ID: LCS 180-331983/2-A Client Sample 1D; Lab Controf Sample
Matrix: Solid Prep Type: Total/NA
Analysis Batch: 332100 ‘ Prep Batch: 331983
Spike LCS LECS %Rec.
Analyte Added Result Qualifier Unit B %Rec Limits
WMercury T e 0.00250 0.00280 Tmgh T T T2 ab.v20

Eurcfins TestAmerica, Pittshurgh
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QC Sample Results

Client: American Zinc Recycling Corp. Job 1D 180-111246-2
Project/Site: Mooresboro, NG TCLP Weekly

Method: EPA 7470A - Mercury (CVAA) (Continued)

Lab Sample 1D: LB 180-331803/1-B Client Sample 1D: Method Blank

| Matrix: Solid Prep Type: TCLP

~ Analysis Batch: 332100 Prep Batch: 331983

3 LB L8

f\nafyte _ Resuit Quaﬁfig[_ RL MBDL Unit D Propared Analyrad _Dil Fac |
| Mercury ND TOUTToGoozo 660043 mgh 16/04720 11:28  10/02/20 08.02 1

Eurofins TestAmerica, Pittsburgh

Page 12 of 15 10/5/2020
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QC Association Summary
Client: American Zine Reeycling Corp. Job 1D: 180-111246-2
Project/Site: Mooresboro, NC TCLP Waekly

Metals

Leach Batch: 331809
Lab Sample D Client Sample ID Prep Type Matrix ~ Method ] Prap Batch
180-111246-1 9H7-9/20 GYPSUM TCLP Solid EPA 1311
LB 180-331809/1-B Mathod Blank TCLP Botlid EPA 1311

____LB 180-331808/1-C Method Blank TCLP Solid EPA 131

Prep Batch: 331983
Lab Sample 1D Cllent Sample D Prep Type Matrix Method Prep Batch
180-111246-1 SN 7-9/20 GYPSUM TCLP Solid T4T0A 331809
LB 180-331809/1-8 Method Blank TCLP Solid TAT0A 331809
MB 180-331983/1-A tdethod Blank TotaliNA Bolid T4T0A

_ LCS 180-331983/2-A Lab Control Sample Total/NA Solid T470A

Prep Batch: 3319886
Lab Sampls ID Client Sample 1D Prep Type ~ Matrix tethod Prep Batch
180-111246-1 9 7-%20 GYPSUM TCLP Solid 30104 3318068
LB 180-331809/1-C Method Blank TOLP Solid 3040A 331808
MEB 180-331086/1-A Methiod Blank Total/NA Sulid JO10A
£.CS 180-331988/2-A Lab Control Sampls TotalfiNA Solid 30104

Analysis Batch: 332100
Lab Sample I Client Sample ID Prep Type ... Matrix . Method _ . Prep Batch
180-111246~1 G720 GYPSUM TCLP Solid EPAT7470A 331983
LB 180-331809/1-8 Method Blank TCOLP Solid EPA 7470A 331983
MB 180-331883/1-A Method Blank Tolal/iA Solid EPFA 7470/ 331983
LGS 180-331983/2-A Lab Contiol Sample Total/iNA Solid EPA7470A 331983

Analysis Batch: 332129

| LabSampleld  Client Sample ID N .. Prep Type _ Matrix  Methed - PrepBatch
180-111246-1 SM7-9/20 GYPSUM TCLRP Solid EPAGOT0D 331986
LB 180-3318091-C Method Blank TCLP Solid EPAGHIOD 331986
MB 180-331986/1-A Method Blank Tatal/NA Solid EPAGOTOD 331086

, LOS 180-331986/2-A Lab Cantrol Sample TotalfbA Sotid EPAGOI0D 331986

Eurofing TestAmerica, Pittsburgh
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Login Sample Receipt Checklist

Client: American Zinc Recycling Corp.

Login Number: 111248
List Number: 1
Creator: Say, Thomas C

Job Number: 180-111246-2

List Source: Eurofins TestAmerica, Pittsburgh

Question Answer Comment
Radioactivity wasn't checked or is </= background as measured by a survey  Trug
meter.
The cooler's custody seal, if present, Is intact. True
Sample custody seals, If present, are intact. True
The cooler or samples do not appear to have been compromised or True
tampered with,
Samples were received on ice. False Thermal preservation not required.
Cooler Temperature is acceptable, True
Cooler Temperature is recorded, True
COC is present. True
COC is filled out in ink and legible. True
COC is filled out with all pertinent information. False
is the Field Sampler's name present on COG? True
There are no discrepancies between tha containers received and the COC.  True
iﬁSﬁn;p!es ars received within Holding Time (excluding tests with immediate  True
5
Sample containers have legible labsls. True
Containers are not broken or leaking. True
Sample collection dateftimes are provided. True
Appropriate sample containers are used. True
Sample bottles are completely filled. True
Sample Preservation Verified. True
There is sufficient vol. for all requested analyses, incl. any requested True
MSIMEDs :
Containers requiring zero headspdce have no headspace or bubble is True
<Bmm (1/4").
Multiphasic samples are not present. True
Sarmnples do not require splitting or compositing. True
Residual Chloring Checked. B/A

Eurafins TestAmerica, Pittsburgh
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